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RESULT SUMMARY 

Note: 
ND=Not Detected ,less than the value of Detection limit 
ppm=mg/kg,based on the dry weight of tested sample 

Detected content (grade) – See below marks   
Parts description  Cr6+ Cd  Pb Hg Br Conclusion 

1 IC AP1534SG --- --- --- --- --- Declaration 

2 PCB ND ND 10 ND ND Fulfilled 

3 FLASH IC DDR --- --- --- --- --- Declaration 

4 MCU IC --- --- --- --- --- Declaration 

5 IC MEDIA --- --- --- --- --- Declaration 

6 IC POWER --- --- --- --- --- Declaration 

7 IC LDO TOREX --- --- --- --- --- Declaration 
8 IC POE POWER --- --- --- --- --- Declaration 
9 OPTICAL COUPLER ND ND ND ND ND Fulfilled 
10 IC POWER TLV  --- --- --- --- --- Declaration 

11.1 IC AMP-BODY ND ND 4 ND ND Fulfilled 

11.2 PIN ND ND 10 ND --- Fulfilled 

12.1 
TC/TRANSFORMER- 

SILICONE RUBBER ND ND ND ND ND Fulfilled 

12.2 MAGNETIC WIRE ND ND ND ND ND Fulfilled 

12.3 METAL PART ND ND ND ND ND Fulfilled 

12.4 CORE ND ND ND ND ND Fulfilled 

12.5 SN WIRE ND 5 55 ND ND Fulfilled 

13 CRYSTAL ND ND ND ND ND Fulfilled 

14    LED ND ND ND ND ND Fulfilled 

15.1 SMD DIODE-BODY ND ND 78472* ND ND Fulfilled 
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Note: 
ND=Not Detected ,less than the value of Detection limit 
ppm=mg/kg,based on the dry weight of tested sample 

Detected content (grade) – See below marks   

Parts description  Cr6+ Cd  Pb Hg Br Conclusion 

15.2 SMD DIODE-PIN ND ND 16 ND --- Fulfilled 
16 DIODE ND ND 37.7 ND ND Fulfilled 
17 DIDOE LL34 ND ND 224200* ND ND Fulfilled 

18  IO ESD PROTECTOR --- --- --- --- --- Declaration 

19 BEAD ND ND ND ND ND Fulfilled 

20 CEP- PAPER SHEET ND ND 15max ND ND Fulfilled 

21 ADAPTER JACK ND ND 151 ND --- Fulfilled 

22 MLCC ND ND ND ND ND Fulfilled 

23 MLCC ND ND ND ND ND Fulfilled 

24 MLCC ND ND ND ND ND Fulfilled 

25 RESISTOR ND ND 354 ND ND Fulfilled 

26.1 POWER INDUCTOR 
CD54-CORE ND ND ND ND ND Fulfilled 

26.2 SN WIRE ND ND 50 ND ND Fulfilled 

26.3 VARNISH ND ND ND ND ND Fulfilled 

27.1 
POWER INDUCTOR RH127 

SERIES-EPOXY ND ND ND ND ND Fulfilled 

27.2 CORE ND ND ND ND ND Fulfilled 

27.3 CORE ND ND ND ND ND Fulfilled 

27.4 SN WIRE ND ND 50 ND ND Fulfilled 

27.5 VARNISH ND ND ND ND ND Fulfilled 

28.1 
TRANSFORMER- 

MAGNETIC WIRE ND ND ND ND ND Fulfilled 

28.2 BOBBIN ND ND 8 ND --- Fulfilled 
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Note: 
ND=Not Detected ,less than the value of Detection limit 
ppm=mg/kg,based on the dry weight of tested sample 

Detected content (grade) – See below marks  
 

Parts description  Cr6+ Cd Pb Hg Br Conclusion 

28.3 CORE ND ND ND ND ND Fulfilled 
28.4 TAPE ND ND 20 ND --- Fulfilled 
28.5 SN WIRE ND ND ND ND ND Fulfilled 

29.1 NETWORK CABLE- 
COPPER WIRE ND ND ND ND ND Fulfilled 

29.2 PLUG ND ND ND ND ND Fulfilled 
29.3 PVC PLASTIC ND ND ND ND ND Fulfilled 
29.4 COPPER CONTACT ND ND 12 ND ND Fulfilled 
30 MOSFET AND TRANSISTOR ND ND ND ND ND Fulfilled 

31 CONNECTOR PIN ND ND 37 ND --- Fulfilled 

32 SD CARD CONNECTOR ND ND 63max ND ND Fulfilled 

33.1 RJ45 AND RJ9 
CONNECTOR-PBT ND ND ND ND ND Fulfilled 

33.2 COPPER ND ND 9 ND --- Fulfilled 

33.3 GOLD WIRE ND ND ND ND ND Fulfilled 

34 EAR JACK ND ND 151 ND --- Fulfilled 

35.1 USB AND HDMI 
CONNECTOR-METAL ND ND 246 ND --- Fulfilled 

35.2 USB AND HDMI 
CONNECTOR-COPPER ND ND 26 ND --- Fulfilled 

36.1 FPC CONNECTOR-WHITE 
PLASTIC ND ND 6 ND ND Fulfilled 

36.2 DK-BROWN PLASTIC ND ND 6 ND ND Fulfilled 

36.3 SILVERY METAL ND ND 23 ND --- Fulfilled 
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Note: 
ND=Not Detected ,less than the value of Detection limit 
Ppm=mg/kg,based on the dry weight of tested sample 

Detected content (grade) – See below marks  
 

Parts description  Cr6+ Cd Pb Hg Br Conclusion 

37.1 PH2.54 CONNECTOR-ABS 
PLASTIC ND ND ND ND ND Declaration

37.2 H53 BRASS PLATE ND ND 246 ND --- Fulfilled 

37.3 PIN ND ND 37 ND --- Fulfilled 

38 MAIN PCB ND ND 3 ND ND Fulfilled 

39 ABS PLASTIC PA757 ND ND ND ND ND Fulfilled 

40 ABS PLASTIC PC-110 ND ND ND ND ND Fulfilled 

41.1 616E-ABS PLASTIC ND ND ND ND ND Fulfilled 

41.2 WIRE ND ND 14 ND --- Fulfilled 

41.3 PVC PLASTIC BLACK ND ND ND ND ND Fulfilled 

41.4 PVC PLASTIC RED ND ND ND ND ND Fulfilled 

41.5 H52 BRASS PLATE ND ND 346 ND --- Fulfilled 

42 MIC ND ND 24 ND ND Fulfilled 

43 SPONGE ND ND 8 ND ND Fulfilled 

44 RECEIVER ND ND ND ND ND Fulfilled 

45 PAD OF RECEIVER ND ND ND ND ND Fulfilled 

46 DUST NET --- --- --- --- --- Declaration

47 METAL BLOCK ND ND ND ND --- Fulfilled 
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Note: 
ND=Not Detected ,less than the value of Detection limit 
Ppm=mg/kg,based on the dry weight of tested sample 

Detected content (grade) – See below marks  
 

Parts description  Cr6+ Cd Pb Hg Br Conclusion 

48 SCREW ND ND ND ND --- Fulfilled 

49 LCD PANEL --- --- --- --- --- Declaration

50 TOUCH PANEL ND ND ND ND ND Fulfilled 

51.1 CAMERA-LENS ND ND ND ND ND Fulfilled 

51.2 FPC ND ND ND ND ND Fulfilled 

51.3 TLF-204-111 ND ND 315 ND ND Fulfilled 

52 SPEAKER ND ND ND ND ND Fulfilled 

49.3 HANDSET SPRING-COPPER 
SHEET ND ND 9 ND --- Fulfilled 

53.1 FPC CABLE-FILM ND ND 10 ND ND Fulfilled 

53.2 FILM WITH PRINTING ND ND ND ND ND Fulfilled 

53.3 BLUE TAPE ND ND ND ND ND Fulfilled 

53.4 METAL WIRE ND ND 7 ND --- Fulfilled 

54 PET PROTECT FILM ND ND ND ND ND Fulfilled 

55 PMMA ND ND ND ND ND Fulfilled 

56 MARKING LABEL ND ND ND ND ND Fulfilled 

57 ADAPTER --- --- --- --- --- Fulfilled 
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Note: 
ND=Not Detected ,less than the value of Detection limit 
Ppm=mg/kg,based on the dry weight of tested sample 

Detected content (grade) – See below marks  
 

Parts description  Cr6+ Cd Pb Hg Br Conclusion 

58.1 HANDSET WIRE-PVC 
PLASTIC ND ND ND ND ND Fulfilled 

58.2 COPPER  ND ND ND ND --- Fulfilled 

59 MANUAL PAPER ND ND ND ND ND Fulfilled 

60 PACKAGE BAG ND ND ND ND ND Fulfilled 

61.1 PACKAGE BOX- 
PAPER BOARD ND ND ND ND ND Fulfilled 

61.2 INK ND ND ND ND ND Fulfilled 

61.3 INK 
(RED,YELLOW,BLUE,BLCAK) ND ND ND ND ND Fulfilled 

62 PROTECT FILM FOR LCD ND ND ND ND ND Fulfilled 

63 RESISTOR ND ND 668 ND ND Fulfilled 

64 KEY PCB ND ND 8 ND ND Fulfilled 

65.1 
LILLTLE 

MODULE-BACKLIGHT AND 
POWER 

--- --- --- --- --- Declaration

65.2 MLCC Y5V ND ND ND ND ND Fulfilled 

65.3 RESISTOR ND ND 668 ND ND Fulfilled 

65.4.1 FPC CONNECTOR-WHITE 
PLASTIC ND ND 6 ND ND Fulfilled 

65.4.2 DK-BROWN PLASTIC ND ND 6 ND ND Fulfilled 

65.4.3 SILVERY METAL ND ND 23 ND --- Fulfilled 
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Note: 
ND=Not Detected ,less than the value of Detection limit 
Ppm=mg/kg,based on the dry weight of tested sample 

Detected content (grade) – See below marks   

Parts description  Cr6+ Cd Pb Hg Br Conclusion 

65.5 DIODE ND ND 37.7 ND ND Fulfilled 

65.6 DIODE BAV99 ND ND ND ND ND Fulfilled 

65.7 LL34 DIODE ND ND 224200* ND ND Fulfilled 

65.8.1 POWER INDUCTOR-CORE ND ND ND ND ND Fulfilled 

65.8.2 EPOXY ND ND 7 ND ND Fulfilled 
65.8.3 SN WIRE ND ND 50 ND ND Fulfilled 

65.8.4 VARNISH ND ND ND ND ND Fulfilled 

66 IMP809 RESET ND ND ND ND ND Fulfilled 

67 TI TRANSLATOR --- --- --- --- --- Declaration

68 AUDIO CODEC --- --- --- --- --- Declaration

69 ANALOG SWITCH --- --- --- --- --- Declaration

70 USB PROTECTOR --- --- --- --- --- Declaration

71 RT9026PSP --- --- --- --- --- Declaration

        

        

*Remark<1>: According to the declaration from client, the source of Lead in specimen 1 could be from the glass material 
of that cathode ray tubes which is exempted by RoHS regulatory (Directive 2002/95/EC of the European parliament and of 
The council of 27 January 2003) 
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Remark  

1. Refer to client information from DECLARATION LETTER 

2. Refer to client information SGS:CANEC1301213402 

3. Refer to client information from DECLARATION LETTER 

4 Refer to client information from DECLARATION LETTER 

5 Refer to client information from DECLARATION LETTER 

6 Refer to client information from DECLARATION LETTER 

7 Refer to client information from DECLARATION LETTER 

8 Refer to client information from DECLARATION LETTER 

9 Refer to client information SGS:CE/2011/B3548 

10 Refer to client information from ON SEMICONDUCTOR DECLARATION LETTER 

11 Refer to client information from SGS:CANEC1304007111 

12.1 Refer to client information ITS:TWNC00215211 

12.2 Refer to client information SGS:GZ1102012117/CHEM 

12.3 Refer to client information CTI:RLSZD00083749 

12.4 Refer to client information CTI:RLSZC000730750002C 

12.5 Refer to client information SGS:GZ1010123000/CHEM 55 

13 Refer to client information SGS:CANEC1110991605 

14 Refer to client information SGS:CE/2011/70009 

15. Refer to client information SGS:CANEC0906214109 

16 Refer to client information SGS:CE/2011/93472 

17 Refer to client information CTI:RLSZD000857290006 

18 Refer to client information from DECLARATION LETTER 

19 Refer to client information SGS:CE/2011/B2759 

20 Refer to client information SGS:CANEC1303384610 

21 Refer to client information CTI:RLSZD000849530002 

22. Refer to client information SGS:CANEC1110605101 
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23.Refer to client information SGS:CANEC1110605105 

24.Refer to client information SGS:CANEC1110605104 

25.Refer to client information SGS:KA/2012/C0588 

26.1 Refer to client information CTI:RLSZD000793730001 

26.2 Refer to client information SGS:CANEC1111088220 

26.3 Refer to client information SGS:CE/2011/45621A 

27.1 Refer to client information SGS:CANEC1100043507 

27.2 Refer to client information CTI:RLSZD000805800001 

27.3 Refer to client information CTI:RLSZD000793730001 

27.4 Refer to client information SGS:CANEC1111088220 

27.5 Refer to client information SGS:CE/2011/45621A 

28.1 Refer to client information SGS:CANEC1103514901 

28.2 Refer to client information SGS:CANEC1100755701 

28.3 Refer to client information SGS:SHAEC1102191201 

28.4 Refer to client information CTI:RLSHD000743510001 

28.5 Refer to client information SGS:GZ1102013749/CHEM 

29.1Refer to client information SGS:GZ1103025554/CHEM 

29.2 Refer to client information SGS:CE/2012/30567B 

29.3 Refer to client information CTI:RLSDD000094790003 

29.4 Refer to client information SGS: CE/2012/30602B 

30 Refer to client information SGS:SHAEC1104701505 

31 Refer to client information SGS:CANEC1111180403 

32 Refer to client information HONGCAI:SZC11101280423-3 

33.1 Refer to client information SGS:CANEC1100504605 

33.2 Refer to client information SGS:CANEC1003851902 
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33.3 Refer to client information SGS:SHAEC1018875501 

34.Refer to client information CTI:RLSZD000849530002 

35.1 Refer to client information SGS:SHAEC1102754805 

35.2 Refer to client information SGS:CANEC1103616502 

36.Refer to client information SGS:CANEC1102359101 

37.1 Refer to client information CTI:RLSZD000901720001 

37.2 Refer to client information SGS:SHAEC1102754805 

37.3 Refer to client information SGS:CANEC1111180403 

38 Refer to client information SGS:CANEC1101334308 

39 Refer to client information SGS:KA/2011/C1706 

40 Refer to client information SGS:KA/2011/C1777 

41.1 Refer to client information CTI:RLSZD000901720001 

41.2 Refer to client information SGS:CANML1111535001 

41.3 Refer to client information SGS:GZ1110130454/CHEM 

41.4 Refer to client information SGS:CANEC1110204416 

41.5 Refer to client information SGS:SHAEC1102754805 

42 Refer to client information SGS:CE/2011/22177 

43 Refer to client information SGS:GZ1103018611/CHEM 

44 Refer to client information SGS:GZ1104044952/CHEM 

45 Refer to client information SGS:GZ1103018609/CHEM 

46 Refer to client information from DECLARATION LETTER 

47 Refer to client information SGS:CANEC0905103201 

48 Refer to client information SGS:CANEC0802051302 

49 Refer to client information from DECLARATION LETTER 

50 Refer to client information CTI:RLSZC00058315C 
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51.1 Refer to client information SGS:GZ110816760/CHEM 

51.2 Refer to client information CTI:RLSZD000993890002C 

51.3 Refer to client information SGS:CE/2011/62813 

52 Refer to client information SGS:GZ1104044948/CHEM 

53 Refer to client information SGS:CANEC1102281001 

54 Refer to client information SGS:CANEC1103361102 

55 Refer to client information SGS:SHAEC1200148401 

56 Refer to client information SGS:SCATR1103000231 

57 Refer to client information SGS:GZ1108112408/CHEM 

58.1 Refer to client information PONY:E12193012704D 

58.2 Refer to client information PONY:E12193012904D 

59 Refer to client information SGS:SHAEC1101620904 

60 Refer to client information AOV:A001C120210015001-1 

61.1 Refer to client information SGS:GZ1011135401/CHEM 

61.2 Refer to client information SGS:GZ1103033406/CHEM 

61.3 Refer to client information SGS:GZ1103033412/CHEM 

62 Refer to client information SGS:GZ1103018609/CHEM 

63 Refer to client information SGS:CANEC1102192901 

64 Refer to client information SGS:CANEC1101334301 

65.1 Refer to client information from MPS DECLARATION LETTER 

65.2 Refer to client information SGS:CANEC1110605104 

65.3 Refer to client information SGS:CANEC1102192901 

65.4 Refer to client information SGS:CANEC1102359101 

65.5 Refer to client information SGS:CE/2011/93472 

65.6 Refer to client information SGS:SHAEC1104701505 

65.7 Refer to client information CTI:RLSZD000857290006 
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65.8.1 Refer to client information SGS:CANEC1101185901 

65.8.2 Refer to client information SGS:CANEC1100321401 

65.8.3 Refer to client information SGS:CANEC1111088220 A01 

65.8.4 Refer to client information SGS:CE/2011/45621A 

66. Refer to client information SGS:NGEC1200158901 

67. Refer to client information from TI DECLARATION LETTER 

68. Refer to client information from IPC DECLARATION LETTER 

69. Refer to client information from NXP DECLARATION LETTER 

70. Refer to client information from MICREL DECLARATION LETTER 

71. Refer to client information from RICHTEK DECLARATION LETTER 
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APPENDIX I 

DECLARATION  LETTER  FROM DIODES 
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DECLARATION  LETTER  FROM  SAMSUNG 
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DECLARATION  LETTER  FROM  FREESCALE 
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DECLARATION  LETTER  FROM  TOREX 
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DECLARATION  LETTER  SILICONLABS 
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DECLARATION  LETTER  FROM  ON SEMICONDUCTOR 
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DECLARATION  LETTER  FROM  MPS  
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DECLARATION  LETTER  FROM  SUNLORD 
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DECLARATION  LETTER  FROM  FZB 
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DECLARATION  LETTER  FROM INNOLUX 
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DECLARATION  LETTER  FROM TI 
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DECLARATION  LETTER  FROM IPC 
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DECLARATION  LETTER  FROM NXP 
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DECLARATION  LETTER  FROM MICREL 
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DECLARATION  LETTER  FROM RICHTEK 
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APPENDIX II 

 PHOTOGRAPHAS  

 

 

 

 

 

 


