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RESULT SUMMARY 

Note: 
ND=Not Detected ,less than the value of Detection limit 
ppm=mg/kg,based on the dry weight of tested sample 

Detected content (grade) – See below marks   
Parts description  Cr6+ Cd  Pb Hg Br Conclusion 

1.1 MLCC-POWDER 
NPO ND ND ND ND ND Fulfilled 

1.2 MLCC-Ni Paste ND ND ND ND ND Fulfilled 

1.3 MLCC-Cu Paste ND ND ND ND ND Fulfilled 

1.4 MLCC-Ni Plating ND ND ND ND ND Fulfilled 

1.5 MLCC-Sn Plating ND ND ND ND ND Fulfilled 

2.1 MLCC-POWDER 
X7R ND ND ND ND ND Fulfilled 

2.2 MLCC-Ni Paste ND ND ND ND ND Fulfilled 
2.3 MLCC-Cu Paste ND ND ND ND ND Fulfilled 
2.4 MLCC-Ni Plating ND ND ND ND ND Fulfilled 

2.5 MLCC-Sn Plating ND ND ND ND ND Fulfilled 

3.1 MLCC-POWDER 
Y5V ND ND ND ND ND Fulfilled 

3.2 MLCC-Ni Paste ND ND ND ND ND Fulfilled 
3.3 MLCC-Cu Paste ND ND ND ND ND Fulfilled 

3.4 MLCC-Ni Plating ND ND ND ND ND Fulfilled 

3.5 MLCC-Sn Plating ND ND ND ND ND Fulfilled 

4.1 MLCC-POWDER 
X5R ND ND ND ND ND Fulfilled 

4.2 MLCC-Ni Paste ND ND ND ND ND Fulfilled 

4.3 MLCC-Cu Paste ND ND ND ND ND Fulfilled 

4.4 MLCC-Ni Plating ND ND ND ND ND Fulfilled 

4.5 MLCC-Sn Plating ND ND ND ND ND Fulfilled 

5 Resistor ND ND ND ND ND Fulfilled 
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Note: 
ND=Not Detected ,less than the value of Detection limit 
ppm=mg/kg,based on the dry weight of tested sample 

Detected content (grade) – See below marks   

Parts description  Cr6+ Cd  Pb Hg Br Conclusion 

6 AVX CAP --- --- --- --- --- Declaration 
7 Resistor array ND ND 372 ND ND Fulfilled 
8 SMD Resistor ND ND 457 ND ND Fulfilled 

9 Diode SS14/SMA S210 ND ND ND ND ND Fulfilled 

10 Diode MWZZ5V6 ND ND ND ND ND Fulfilled 
11 BEAD ND ND ND ND ND Fulfilled 

12.1 
POWER 

INDUCTOR-Copper wire ND ND ND ND --- Fulfilled 

12.2 
Epoxy Resin 

ND ND ND ND ND Fulfilled 

12.3 Ferrite Core ND ND ND ND ND Fulfilled 

12.4 Sn  ND ND 25 ND --- Fulfilled 

12.5 Ink  ND ND ND ND ND Fulfilled 

13 MOS IC A03401 --- --- --- --- --- Declaration 

14 Transistor S850 
LMBT3904LT1G ND ND ND ND ND Fulfilled 

15 CPU BCM SERIES --- --- --- --- --- Declaration 

16 SDRAM IC --- --- --- --- --- Declaration 

17 FLASH IC --- --- --- --- --- Declaration 

18 DC-DC IC ND ND ND ND ND Fulfilled 

19 AMP IC ND ND ND ND ND Fulfilled 

20.1 POE POWER-Gold wire ND ND ND ND ND Fulfilled 

20.2 Die Paste ND ND 9 ND --- Fulfilled 

20.3 Leadframe  ND ND ND ND ND Fulfilled 

20.4 Epoxy Ccmpound ND ND 151 ND --- Fulfilled 
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Note: 
ND=Not Detected ,less than the value of Detection limit 
ppm=mg/kg,based on the dry weight of tested sample 

Detected content (grade) – See below marks  
 

Parts description  Cr6+ Cd  Pb Hg Br Conclusion 

21 RESET IC 
ANALOG SWITCH ND ND ND ND ND Fulfilled 

22.1 
NET TRANSFORM 
M3088NL/M3336NL 
-older bar 

ND ND 43 ND ND Fulfilled 

22.2 Body  ND ND ND ND ND Fulfilled 
22.3 Metal wire ND ND ND ND ND Fulfilled 

22.4 Ferrite bead ND ND ND ND ND Fulfilled 
23 FPC CABLE ND ND 67 ND ND Fulfilled 
24 FPC CONNECTOR ND ND 6 ND ND Fulfilled 
25 EC CAP ND ND ND ND ND Fulfilled 

26 CRYSTAL ND ND ND ND ND Fulfilled 

27.1 DIP TERMINALS- 
LCP ND ND 6 ND ND Fulfilled 

27.2 PA6T ND ND ND ND ND Fulfilled 

27.3.1 Copper  ND ND 24 ND --- Fulfilled 

27.3.2 Au Plating ND ND 36 ND --- Fulfilled 

27.3.3 Ni Plating ND 9 123 ND --- Fulfilled 

27.4 Copper C2680 ND ND 33 ND ND Fulfilled 

27.5 Copper C5191 ND ND 9 ND ND Fulfilled 

28 SWITCH OF 
SPRING ND ND ND ND ND Fulfilled 

29.1 PCB –KB6160 ND ND 10 ND ND Fulfilled 
29.2 INK ND ND ND ND ND Fulfilled 

29.3 MARKING INK ND ND ND ND ND Fulfilled 

29.4 SOLDER ND ND 201 ND ND Fulfilled 
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Note: 
ND=Not Detected ,less than the value of Detection limit 
Ppm=mg/kg,based on the dry weight of tested sample 

Detected content (grade) – See below marks  
 

Parts description  Cr6+ Cd  Pb Hg Br Conclusion 

29.5 PCB ND ND 5 ND --- Fulfilled 

30 PCB (KEY) 
KB-5150 ND ND 15 ND ND Fulfilled 

31 NXP IC --- --- --- --- --- Declaration 
32 LED ND ND ND ND ND Fulfilled 

33 ENCLOSURE 
PLASTIC ND ND ND ND ND Fulfilled 

34 Rubber part ND ND ND ND ND Fulfilled 

35.1 616E 
SOCKET-PVC ND ND ND ND ND Fulfilled 

35.2 PVC ND ND ND ND ND Fulfilled 

35.3 Masterbatches  ND ND ND ND ND Fulfilled 

35.4 Copper  ND ND 9 ND --- Fulfilled 

36 MIC ND ND ND ND ND Fulfilled 

37 MIC Rubber  ND 8 35 ND ND Fulfilled 

38.1 SPEAKER-PCB ND ND 4 ND ND Fulfilled 

38.2 PAPER ND ND ND ND ND Fulfilled 

38.3 NdFeB Ferrtie ND ND ND ND ND Fulfilled 

38.4 Metal cover ND ND ND ND ND Fulfilled 

38.5 Enclosure plastic 
stand ND ND ND ND ND Fulfilled 

38.6 Glue  ND ND ND ND ND Fulfilled 

38.7 Copper wire ND ND ND ND ND Fulfilled 

38.8 PET sheet ND ND ND ND ND Fulfilled 
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Note: 
ND=Not Detected ,less than the value of Detection limit 
Ppm=mg/kg,based on the dry weight of tested sample 

Detected content (grade) – See below marks  
 

Parts description  Cr6+ Cd  Pb Hg Br Conclusion 

38.9 Metal Plating ND ND ND ND --- Fulfilled 

39 Dustproof Net ND ND ND ND ND Fulfilled 

40 EVA ND ND ND ND ND Fulfilled 

41 METAL 
BLOCK ND ND ND ND --- Fulfilled 

42 RUBBER OF 
HEADSET ND ND ND ND ND Fulfilled 

43.1 LCD 
MODULE-PCB ND ND ND ND ND Fulfilled 

43.2 LED TOP ND ND ND ND ND Fulfilled 

43.3 RESISTOR ND ND ND ND ND Fulfilled 

43.4 Proliferation of 
film ND ND ND ND ND Fulfilled 

43.5 Reflector film ND ND ND ND ND Fulfilled 

44 UNIFOAM RSF ND ND ND ND ND Fulfilled 

45 
FOOTPAD 
COVER OF 
LCD PANEL 

ND ND ND ND ND Fulfilled 

46.1 SCREW ND ND ND ND --- Fulfilled 
46.2 SCREW ND ND ND ND --- Fulfilled 

47 PROTECTIVE 
FILM ND ND ND ND ND Fulfilled 

48 LABEL ND ND ND ND ND Fulfilled 

49 PACKAING 
BAG ND ND ND ND ND Fulfilled 

50.1 HEADSET 
WIRE-COPPER  ND ND ND ND --- Fulfilled 

50.2 PVC ND ND ND ND ND Fulfilled 
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Note: 
ND=Not Detected ,less than the value of Detection limit 
Ppm=mg/kg,based on the dry weight of tested sample 

Detected content (grade) – See below marks  
 

Parts description  Cr6+ Cd  Pb Hg Br Conclusion 

51.1 NETCABLE 
-PVC ND ND ND ND ND Fulfilled 

51.2 WIRE ND ND ND ND --- Fulfilled 

52.1 PAPER BOARD ND ND ND ND ND Fulfilled 
52.2 PAPER ND ND 11 ND ND Fulfilled 

53 CATOON BOX ND ND 7 ND ND Fulfilled 
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Remark  

1.1 Refer to client information SGS:KA/2014/70941 

1.2 Refer to client information SGS:KA/2014/70947 

1.3 Refer to client information SGS:KA/2014/70949 

1.4 Refer to client information SGS:KA/2014/70951 

1.5 Refer to client information SGS:KA/2014/70952 

2.1 Refer to client information SGS:KA/2014/70938 

2.2 Refer to client information SGS:KA/2014/70945 

2.3 Refer to client information SGS:KA/2014/70949 

2.4 Refer to client information SGS:KA/2014/70951 

2.5 Refer to client information SGS:KA/2014/70952 

3.1 Refer to client information SGS:KA/2014/70940 

3.2 Refer to client information SGS:KA/2014/70946 

3.3 Refer to client information SGS:KA/2014/70949 

3.4 Refer to client information SGS:KA/2014/70951 

3.5 Refer to client information SGS:KA/2014/70952 

4.1 Refer to client information SGS:KA/2014/70939 

4.2 Refer to client information SGS:KA/2014/70945 

4.3 Refer to client information SGS:KA/2014/70949 

4.4 Refer to client information SGS:KA/2014/70951 

4.5 Refer to client information SGS:KA/2014/70952 

5 Refer to client information SGS:SHAEC1324970319 

6 Refer to client information from DECLARATION LETTER 

7 Refer to client information SGS:SHAEC1324969629 

8 Refer to client information SGS:SHAEC1324970313 

9 Refer to client information SGS:SHAEC1103797802 

10 Refer to client information CTI:RLSZD000857290002 
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11 Refer to client information SGS:CE/2014/A2589 

12.1 Refer to client information SGS:CE/2014/41140 

12.2 Refer to client information SGS:CANEC1416971801 

12.3 Refer to client information CTI:SCL01G007849001E 

12.4 Refer to client information SGS:CANEC1410296601 

12.5 Refer to client information SGS:SHAEC1403535705 

13. Refer to client information from DECLARATION LETTER 

14 Refer to client information SGS:CKGEC1400013701 

15 Refer to client information from DECLARATION LETTER 

16 Refer to client information from DECLARATION LETTER 

17 Refer to client information from DECLARATION LETTER 

18 Refer to client information SGS:SHAEC1400833311 A01 

19. Refer to client information SGS:SHAEC1324000609 A01 

20.Refer to client information from DECLARATION LETTER 

21.Refer to client information SGS:SHAEC1321669502 

22.1 Refer to client information SGS:CANEC1420087301 

22.2 Refer to client information SGS:CANEC1401363201 

22.3 Refer to client information SGS:CANEC1421467907 

22.4 Refer to client information SGS:CANEC1403165305 A01 

23. Refer to client information SGS:CANEC1102359106 

24. Refer to client information SGS:CANEC1102359102 

25. Refer to client information SGS:CANEC1403103801 

26. Refer to client information SGS:CANEC1420970506 

27.1 Refer to client information SGS:CANEC1400397701 

27.2 Refer to client information SGS:CANEC1400258801 

27.3.1 Refer to client information CTI:RHS01G003645001 
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27.3.2 Refer to client information SGS:CANEC1402507401 

27.3.3 Refer to client information SGS:CANEC1402502901 

27.4 Refer to client information SGS:CANEC150027302 

27.5 Refer to client information SGS:CANEC1500027306 

28. Refer to client information HTW:TRC14030037/CH 

29.1 Refer to client information SGS:CANEC1411243501 

29.2 Refer to client information CTI:RHS01F013843003 

29.3 Refer to client information CTI:RHS05G016677014 

29.4 Refer to client information SGS:CANEC1402433301 

29.5 Refer to client information SGS:CANEC1410890302 

30. Refer to client information SGS: CANEC1407696802 

31. Refer to client information from DECLARATION LETTER 

32 Refer to client information CTI:RHS03G001003 

33 Refer to client information SGS:CANML1407334907 

34 Refer to client information SGS:CANML1318583602 

35.1 Refer to client information CTI:SCL01G047600001C 

35.2 Refer to client information CTI:SCL01G047600002C 

35.3 Refer to client information SGS:CANAUTO1203308002 A01 

35.4 Refer to client information SGS:CANEC1408189101 

36. Refer to client information AOV:A001R140604071002 

37. Refer to client information SGS:CANEC1401509117 

38.1 Refer to client information SGS:CANEC1402544101 

38.2 Refer to client information SGS:SHAEC1404486901 

38.3 Refer to client information SGS:CANEC1402991701 

38.4 Refer to client information CTI:SCL01G06209800101 

38.5 Refer to client information SGS:CANEC1413996201 
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38.6 Refer to client information SGS:CE/2014/95322 

38.7 Refer to client information CTI:RHS01G003468003E 

38.8 Refer to client information SGS:CE/2014/44588 

38.9 Refer to client information SCTS:RC1404129 

39 Refer to client information SGS:CANEC1401509109 

40 Refer to client information SGS:CANEC1419406102 

41 Refer to client information SGS:CANEC1306444502 

42 Refer to client information HCT:SZC14022581781-11 

43.1 Refer to client information SGS:CANEC1411328905 

43.2 Refer to client information SGS:CANEC1417913701 

43.3 Refer to client information CTI:RHS05G010309002E  

43.4 Refer to client information SGS:CANEC1419886802 

43.5 Refer to client information SGS:NGBEC1401816301 

44 Refer to client information SGS:SHAEC1408587601 

45 Refer to client information SGS:SHAEC1417815101 

46.1 Refer to client information SGS:CANEC1402483504 

46.2 Refer to client information SGS:CANEC1402483503 

47. Refer to client information SGS:CANEC1415268903 

48. Refer to client information SGS:CANEC1413144301 

49. Refer to client information SGS:CANEC1404263521 

50.1 Refer to client information CTI:SCL01G065845002 

50.2 Refer to client information CTI:SCL01G065845001 

51.1 Refer to client information SGS:CANEC1416139403 A01 

51.2 Refer to client information SGS:CANEC1313752804 

52.1 Refer to client information SGS:CANML1404152001 

52.2 Refer to client information SGS:CANEC1401146702 
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53. Refer to client information SGS:CANEC1415598303 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 



 
 
RoHS TEST REPORT       NO:PZD1502575-R     Date: February 12, 2015    Page 13 of 21     
                                                                        

SHENZHEN PZD TECHNOLOGY CO.,LTD.                                                               Ver 2.0   
 

                                                                                      

APPENDIX I 

DECLARATION  LETTER  FROM AVX 

 



 
 
RoHS TEST REPORT       NO:PZD1502575-R     Date: February 12, 2015    Page 14 of 21     
                                                                        

SHENZHEN PZD TECHNOLOGY CO.,LTD.                                                               Ver 2.0   
 

                                                                                      

 



 
 
RoHS TEST REPORT       NO:PZD1502575-R     Date: February 12, 2015    Page 15 of 21     
                                                                        

SHENZHEN PZD TECHNOLOGY CO.,LTD.                                                               Ver 2.0   
 

                                                                                      

DECLARATION  LETTER  FROM  AOS 
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DECLARATION  LETTER  FROM  BROADCOM 
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DECLARATION  LETTER  FROM  WINBOND 
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DECLARATION  LETTER  SILICONLABS 
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DECLARATION  LETTER  FROM  NXP 

 

 



 
 
RoHS TEST REPORT       NO:PZD1502575-R     Date: February 12, 2015    Page 21 of 21     
                                                                        

SHENZHEN PZD TECHNOLOGY CO.,LTD.                                                               Ver 2.0   
 

                                                                                      

APPENDIX II 

 PHOTOGRAPHAS  

 

 

 

 

 

 


